Material Sciences, Vol.10, No.4, 179-319 Hans X0
MEREE, 10 % 4 1)
Published Online April 2020 in Hans (http://www.hanspub.org/journal/ms)

TABLE OF CONTENTS

Study on Microstructure and Properties of Selective Laser Melting and Forming Porous Skeleton
(EFRBOLIBETE 2 AL B B IA R & e 5R)
X. SUN, Q. L. LU, S. B. XU, G. C. REN...ciiiie ettt ettt et e sette st ste st et et sree s e e e e e e e e e e s aestasasesueesesssanntestesnsaessssnsssnsensaensenen 179

Study on Preparation and Performance of Graphite-Based Electromagnetic Shielding Environmental
Protection Coating

(F SR E: FL R BRI R SRR 28 S LM R 5T)

W Jo CHEN, Ko ZHENG ...ttt st s st s sh s s e s e s s s es s b ses s saesea s b sen bt sbe s 186

Preparation of Solid Lipid Nanoparticles and Its Applications in Cosmetics
(114 it T3 R L P ) 28 B FE AR iy ISR PO B2 )

ML L CHENG, C. Gl LIU ittt et e b st et b st e e b bbb et e b st st rabsaeab sbeses s 192

Recent Development on Ni-Co-Mn Ternary Cathode Material for Lithium-lon Batteries
(4B T B R A = IEAR AR ST 3 R )

G S. XTAD, Jo PuZHU ettt ettt ettt h s s e e es e b sh e et e e b b sh e b e s h e e n st be b st e er st ene 201

Research Progress of Bio-Inspired Materials with Special Wettability
(RPPRIRIE MO A RLBT ST BE )
J.XCLAL L. Q. XU, Ho ML LEL L. OUYANG, Z. S. CHAD ...ttt ettt sttt ses e e aets st st ss s s e saes saesneaessenssesueansasssns seeens 216

The Spine Removal of Poly Crystal Rod in Single Crystal Growth by Floating Zone
(X ek 5 b 2 S AR T 28R
H. B. CHEN, Z. R. YAN, L. M. KU, Q. F. ZHU, Y. T. WANG, B. SU....cttirirtirrieienie ettt sttt et st ess e e saeesaessensaesnnens 234

Effect of Cu Content on Microstructures and Properties of Al-5Zn-2.6Mg-xCu Alloy
(Cu & EXF Al-5Zn-2.6Mg-xCu &-& 0 R B8 IISL M)
T. T. SHANG, Y. L. DENG, X. B. GUO, A. Q. TIAN .. et ettt ettt ettt eette ettt e eteeeve etteestaes e e s ensbeesbesen s essaesessssnessssensse sesseesnsnnenns 238

Research and Development Status and Trend of Silicon Carbon Anode Materials for Lithium lon Batteries
(BB T B SR R T R BUIR 5 R R 3Y)

Y. ML XIE, J. GUO, X. Ho DONG ...ttt sttt v st s st s sh s s sh e sa s b s sh s bbb s sa b b senansees 248

Study on Welding Joint Defects and Properties of 65Mn Spring Steel
(65Mn BAFARIEEEE I GRIE F R HEPL BR BT 5T)
S. S JIANG, Y. C. LIU, Ko Jo HUANG ... ..ottt sttt et e teate st e sttt st sae et sessas stes s e a0 aeaeaeesnnesssennsestesnssessesnsesnsesssenssesee 253

Preparation, Characterization and Thermogravimetric Analysis of Silver Pyrazolyl Methylpyridine
Complexes

(PR PRI B AR S . RAE R AE 2 4T)

X. H. WANG, X. Ho ZHANG, Nu NL HU i sttt e st st e e s sh e st et ene sae s senaenene 261


http://www.hanspub.org/journal/ms
http://www.hanspub.org

Material Sciences, Vol.10, No.4, 179-319 Hans X0
MEREE, 10 % 4 1)
Published Online April 2020 in Hans (http://www.hanspub.org/journal/ms)

Preparation of ZnO/Layered g-C;N, and Their n-Butanol Gas Sensing Properties

(znO/Z IR g-CsN, Kl 2 R FLIE T RS Bk Bemt 5T)

Z. X.LIN, S. L. JIN, Y. LEI, B. E. XIONG, Y. C. YANG, X. X. LIAN ..ottt ettt sttt erss s e s e s e s e e e e e stessaa e e e naesan e s aennne e 278
Research on Fused Deposition Molding of Zirconia Ceramics
(AL i B A B TR BT )

Q. L. HE, L. ZHANG, J. Y. GUO, X. W. XU, Z. ZHOU, P. LIU, X. F. YANG.....ccotiiie it eeieiecste e crrevesearaeee steseaessessaesve s aenneene 287

Electrodeposition of Co Nanowires by Template-Free Method in CoCl,-EMIC lonic Liquid
(CoCl,-EMIC B F-¥ A o ToAAR R VTR B 4K £8)

T. NING, H. LIU, Y. Q. CHEN, Z. M. LI, B. LI, Xe WL LIU, Y. YU.cortii ittt et s s e s e 296

Application Evaluation of Trackless Emulsified Asphalt Tack Coat in Expressway Maintenance Engineering
(PR P R R e R A B S T A2 h B P FA)

C. H. LI K. ZHAO, Xo Y. LIU, QU SUN, K. Lottt st es st s s s b s s sa s s s 304

Research Progress on the Friction and Wear Properties of Graphene Materials
(A SBIFHR R B BRI B RE)

D. C. LIU, H. J. WANG, W. G. CHEN, Y. XIE, W. T. SONG.....ccctriiritriiiitetce st st s s st s sa s s 312


http://www.hanspub.org/journal/ms
http://www.hanspub.org

